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We describe the use of surface-deposited nickel nanoparticles to enhance the fluorescence signatures of
fluorophores. Different density Ni nanoparticulate substrates were fabricated and characterized using both
AFM and optical absorption techniques. When fluorophores were placed in close proximity to the substrates,
metal-enhanced fluorescence (MEF) was observed. The wavelength dependence of the metal-enhanced
fluorescence corresponded with numerical finite-difference time-domain simulations also showing a broad
range (500—800 nm) for the enhanced electric field of Ni nanoparticles as compared with traditionally ~400
to 500 nm for the widely used Ag nanoparticles. This broad wavelength range for an enhanced electric field
enables nickel nanoparticles to enhance near-field dipoles in the visible to the infrared region. In addition, the
decay times of fluorophores were also reduced near the Ni substrates, suggesting both an enhanced electric
field and a plasmon-coupling component are the mechanisms for fluorescence enhancement, similar to MEF
substrates made from silver, copper, and gold nanoparticles. Our results show that nickel nanoparticles are
suitable for enhancing near-infrared fluorescence, to a similar degree as Ag nanoparticles, and, therefore, are

particularly applicable to the many whole blood biological assays in use today.

Introduction

Near-infrared fluorescence is attractive in many settings,
such as optical imaging and immunoassays, because it
circumvents some of the typical problems associated with
fluorescence in the visible region. Although visible dyes are
bright, they, in turn, must compete with strong background
fluorescence signals typical from biological samples. Autof-
luorescence is significantly diminished in the near-IR because
few biological molecules (intrinsic chromophores) fluoresce
in that spectral region."> However, the detection limits and
sensitivity are still limited by the photostability and quantum
yield of the near-IR fluorophore (label) and, therefore, still
remain primary concerns in fluorescence spectroscopy and
imaging today. In recent years, our laboratories have
developed many applications of metal-enhanced fluorescence
(MEF),*>7 whereby metallic nanostructures favorably modify
the spectral properties of fluorophores and alleviate some of
their more classical photophysical constraints,>%’ such as low
quantum yield and poor photostability. Although the mech-
anism of metal-enhanced fluororescence is still being devel-
oped by Geddes and co-workers in a unified plasmon-
fluorophore description,® our current explanation of plasmon—
lumophore interactions is subtly different than our own early
reports,® where it was postulated that it was the fluorophore
itself that radiated, its photophysical properties thought to
be modified by a resonance interaction with the close
proximity to surface plasmons. Our laboratories’ current
mechanistic interpretation of MEF is underpinned by a model
whereby nonradiative energy transfer occurs from excited
distal fluorophores to surface plasmons in noncontinuous
films (Figure 1, left), in essence, a fluorophore-induced mirror
dipole in the metal. The surface plasmons, in turn, radiate
the photophysical characteristics of the coupling fluorophores.
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In essence, the system radiates as a whole. As a result, the
system exhibits modified overall radiative rates, in contrast
to the fluorophore itself. Ultimately, the increased radiative
rate for the system lends to enhanced fluorescence signals
(or increased system quantum yields) for fluorophores in close
proximity to metallic structures, which we have shown can
be represented by the following equations

O, =T+ T/ + I+ k) )]

where I' is the unmodified system radiative decay rate, I';, is
the metal-modified system radiative decay rate, and k,, is the
nonradiative decay rate, which is thought, for the most part,
to be unchanged. The metal-modified lifetime, 7,, of a
fluorophore—metal system is also decreased by the increased
system radiative decay rate according to the equation

t,=l/I+TI,+k,) (2)

It is interesting to note that these rate equations are extensions
of classical far-field fluorescence expressions and are only
loosely thought to approximate the fluorophore—metal-coupled
system.

The selection of fluorophores for MEF-based applications
is underpinned by the choice of metal because the extinction
properties (Cg) of the metal are thought to play an important
role in MEF.?~!2 Interestingly, MEF is readily thought to be
underpinned by two very fast metal—fluorophore interactions:
(1) an enhanced absorption, the wavelength dependence of
which can be modeled using numerical simulations, solutions
to Maxwells equations, and (2) an excited-state fluorophore—
metal plasmon coupling, the wavelength dependence and
other properties being predicated from the scattering portion
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Figure 1. (Left) Schematic representation of metal-enhanced fluorescence. (Right) Calculated Mie scattering cross section for a 10, 100, and 200

nm Ni nanoparticle in water.

of the metal-particle extinction. The absorption (C,) and
scattering (Cs) portions of the extinction are given by

Cp = C, + Cs = kIm(a) + (k,/67)|t? 3)

where k; = 27n /4 is the wave vector of the incident light
in the surrounding medium (typically, air, water, or polymer
film), o is the polarizability of the sphere with radius r, n; is
the refractive index of the medium, and A, is the incident
wavelength. The term ol is the square of the modulus of a

o = dar'(e, — e)l(e, + 2¢,) (4)

where ¢ and ¢, are the dielectric and the complex dielectric
constants of the media and the metal, respectively. Given
that particle plasmon resonances are size-dependent, Figure
1, right, shows the comparison of the scattering spectra of
10, 100, and 200 nm nickel nanoparticles (spherical) in water,
calculated using traditional Mie theory. The extinction
spectrum is dominated by the scattering component from the
vis to the NIR range. It is, therefore, expected that close-
proximity fluorophores would demonstrate enhanced proper-
ties near nickel nanoparticles, where the fluorophore emission
spectral overlap with the scattering portion of the nanoparticle
extinction provides for the plasmon-coupling enhancement
effect in MEF.

To date, MEF from plasmonic nanostructured materials, such
as silver,'3710 gold,'” copper,!! zinc,” and chromium,'® has been
observed by our lab. In this regard, silver, gold, and copper
nanoparticles were used for applications of MEF with fluoro-
phores emitting in the visible wavelength region, whereas zinc
and chromium nanostructured films were shown to enhance the
fluorescence emission of fluorophores in the UV and blue
spectral regions, respectively. In this paper, we subsequently
show that nickel nanoparticulate films can be used as substrates
for potential near-IR MEF applications, with similar electric
field intensities as silver from 500 to 700 nm, but more intense
in the near-IR and IR regions.

Nickel nanodeposits of various thicknesses were deposited,
using thermal vapor deposition, onto glass microscope slides,
which were characterized by optical absorption and atomic force
microscopy (AFM) techniques. Several fluorophores with emis-
sion wavelength maximums ranging from 420 to 810 nm and
with different free-space quantum yields were deposited onto
nickel substrates in a sandwich sample format. Enhancement
of fluorescence emission from fluorophores was both compared

and observed. In addition, we have observed a shorter fluores-
cence lifetime (decay time) for fluorophores in close proximity
to Ni nanostructures, which is in complete agreement with other
reports and trends for metal-enhanced fluorescence from silverSS
and eq 2, which approximates the coupled-system lifetime,
suggesting that both an enhanced electric field and a plasmon-
coupling component underpin the mechanism for fluorescence
enhancement, similar to substrates made from silver, copper,
and gold nanoparticles.!' 13

Experimental Section

Materials. All fluorophores, including Perylene, IR792,
fluorescein isothiocyanate (FITC), Acridine Orange, Rose
Bengal, Rhodamine 101, and Nile Blue, were obtained from
Sigma-Aldrich Chemical Company and used as received. Silane-
prep glass microscope slides were purchased from Sigma-
Aldrich. Nickel nanostructured films of various thicknesses were
deposited onto silane-prep glass microscope slides using thermal
vapor deposition (AccuCoat, Inc., Rochester, NY).

Preparation of Sandwich Format Samples for Metal-
Enhanced Fluorescence Measurements. A solution of 200 uLL
of a fluorophore (500 M) was sandwiched between two glass
slides for the control sample and between one glass and one
nickel nanostructured film or between two nickel nanostructured
films. Each dye was excited with a source of appropriate
wavelength and the fluorescence emission spectra measured, as
described below. The concentration of all dyes was a constant
500 uM.

Optical Spectroscopy. The absorption spectra of the nickel
nanostructured films of varying thicknesses were collected using
a Varian Cary 50 UV—vis spectrophotometer. Fluorescence
spectra of the fluorophores were measured with blank glass
sandwiches and glass—nanostructured film sandwiches using an
Ocean Optics HD2000 fluorometer.

Time-Domain Lifetime Measurements. Time-domain life-
time measurements of the fluorophores were measured in a
cuvette (solution), glass slide sandwiches, and glass—nickel
substrate sandwiches in a front-face geometry using a Horiba
Jobin Yvon TemPro system with pulsed laser diodes and
appropriate filters. The data were fitted to one and multiexpo-
nential decay kinetics using impulse reconvolution analysis with
a y? goodness-of-fit criterion.

Atomic Force Microscopy (AFM). AFM images were
obtained on a molecular imaging PicoPlus microscope. Samples
were imaged at a scan rate of 1 Hz with a 512 x 512 pixel
resolution in a tapping mode.
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Figure 2. AFM images of (left) 1 nm Ni film on glass and (right) 10 nm Ni film on glass. Bottom scans are the respective line scans of AFM

images for 1 nm Ni film on glass and 10 nm Ni film on glass.

Mie Scattering. Mie scattering calculations for 10, 100, and
200 nm diameter nickel nanoparticles in water were performed
using freeware MieCalc software version 1.5.

FDTD Calculations. The FDTD method was employed here
to determine the relative electric field intensities and distributions
at the surface of nickel nanoparticles in a total field scattered
field (TFSF), recalling that an enhanced e-field is one of the
two mechanisms thought to contribute to fluorescence enhance-
ment. TESF sources are used to divide the computation area or
volume into total field (incident plus scattered field) and
scattered field only regions.!*?° The incident p-polarized electric
field is defined as a plane wave with a wave vector that is normal
to the injection surface. The scattered and total fields were
monitored during the simulation such that the total or scattered
transmission can be measured. Using Lumerical FDTD Solution
software, the simulation region is set to 800 x 800 x 800 nm
with a mesh accuracy of 6. The overall simulation time was set
to 500 ns and calculated over a frequency range from 300 to
800 nm for silver nanoparticles and from 300 to 800 nm for
the nickel nanoparticles.

Results and Discussion

The surface morphology of metal nanostructured films
provides for different properties in metal-enhanced fluores-
cence.?! Therefore, the morphology of different thicknesses of
nickel films was studied using AFM. AFM images of 1 and 10
nm Ni films are shown in Figure 2, and other thicknesses of Ni
films are provided in Figure 7 in the Supporting Information.
From Figure 2, it can be seen that separated islands were formed
when 1 and 10 nm Ni films were deposited on the glass slides.
However, for the 1 nm Ni film, the height of the islands was
below 2 nm, as seen from the line scan results. For the 10 nm
Ni film (Figure 2, right), the height of the separated islands
was below 3 nm, which was much lower than the thickness of
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Figure 3. Normalized absorption spectra of vapor-deposited metallic
Ni of various thicknesses deposited onto glass slides.

the Ni film measured by the quartz crystal microbalance (QCM)
in the thermal evaporator. It can be concluded from the AFM
images that, for 1 nm Ni samples, only one layer of separated
Ni islands was formed on the glass slides due to the height of
the islands being close to the Ni film thickness measured by
the QCM. When the Ni film thickness is increased, separated
Ni islands form a continuous film on the glass slide, with the
top layer covered by aggregated nickel islands. To confirm this,
we subsequently measured the optical absorbance of the Ni
films. Figure 3 shows the normalized absorption spectra of 1,
2,4, 6, and 10 nm thick nickel nanodeposits. Nickel nanode-
posits of 1 and 2 nm show an absorbance peak around 380 nm,
suggesting a particulate film. With increasing thickness, a broad
absorption spectrum was observed, which is indicative of the
aggregation of the nanodeposits on the surface forming a
continuous film, as is observed for silver nanoparticulate
deposits. In Figure 1 in the Supporting Information, the
absorbance spectra of the different thicknesses of the Ni deposits
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Figure 4. Emission spectra and fluorescence enhancement factors (top).
Geometry schematic (bottom) for a solution of IR792 sandwiched
between two Ni slides of varying thicknesses.

and the respective photographs show their transparency with
decreased loading.

The fluorescence emission spectra of IR792 on different
thickness Ni films and on glass are shown in Figure 4. Figure
4, bottom, shows the metal sandwich format. It can be seen
that the fluorescence of IR792 is enhanced (2.5-fold) for 1 nm
Ni as compared with the glass control sample, that is, no metal,
with the enhancement factor decreased with increased Ni
thickness. The fluorescence was diminished when the Ni
thickness was greater than 6 nm, which, from both the AFM
analysis and the absorption spectra, revealed that continuous
films were formed. This finding is consistent with trends
observed for continuous and particulate silver® and gold films'?
and their influence on MEF. We estimate the distance between
the sandwich slides to be ~1 um, and, in this geometry, only
~4% of the solution is believed to be in the plasmon-enhancing
range.® This suggests the near-field enhanced fluorescence is
~50-fold brighter.

The fluorescence emission spectra of Rhodamine 101 on
different thickness Ni films and on glass are shown in Figure
5. For the different thicknesses of Ni on glass slides, as
compared to bare glass slides, little enhanced fluorescence was
observed. For Rhodamine 101, the emission peak is located at
~530 nm; however, for IR792, the emission peak is located at
~820 nm, this finding suggesting both a wavelength and a
quantum yield dependence of metal-enhanced fluorescence on
the Ni films, similar to that observed for silver.??

In addition, several other fluorophores were studied on nickel
substrates and are given in the Supporting Information, Figures
S2—S6. We observed that the fluorescence intensity for
Perylene, FITC, Acridine Orange, Rose Bengal, and Nile Blue
is apparently quenched in a conventional metal—metal (Ni—Ni)
sandwich format. Interestingly, for a metal—glass sandwich, that
is, Ni—glass, the apparent quenching is not observed, with
significant enhancements observed for some fluorophore/Ni
combinations. As shown in Figure 1 in the Supporting Informa-
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Figure 5. Emission spectra and fluorescence enhancement factors (top).
Geometry schematic (bottom) for a Rhodamine 101 solution sandwiched
between two Ni slides of varying thicknesses.

-
(8}

-
o

Enhancement Factor

o
3]

o
o

10nm

4nm
2nm

ThiCkn ess 1nm

Figure 6. Metal-enhancement factor from fluorophores sandwiched
between glass and Ni slides correlated with Ni film thickness and
fluorophore free-space quantum yield, Q.

tion, right, thicker Ni films are no longer transparent or, indeed,
particulate. It is, therefore, thought that metal —metal thick films
may perturb the excitation intensity reaching the dye solution;
therefore, for the rest of this work, metal—glass sandwiches are
solely considered.

Figure 6 summarizes the enhancement factors observed for
the fluorophores studied. Interestingly, fluorophores with the
lowest free-space quantum yield generally appear to be enhanced
the most, consistent with recent reports from our laboratory.?

In the Introduction, we suggested two complementary effects
for the fluorescence enhancement: (i) surface plasmons can
radiate coupled fluorescence efficiently, and (ii) an enhanced
absorption or electric field facilitates enhanced emission. In this
regard, we have simulated the wavelength dependence of the
electromagnetic field around the Ni nanoparticles. When a
luminophore is placed near metal, there is often a very strong



ugs6006d(/TZ0T 0T :10p | 6002 ‘8T INBNY :(GeM) 81eQ UoedI|gnd
Bio'sge'sgndy/:dny | 6002 ‘6T equweides uo AINN SNINAOH SNHOL Ag pepeojumoq



ugs6006d(/TZ0T 0T :10p | 6002 ‘8T INBNY :(GeM) 81eQ UoedI|gnd
Bio'sge'sgndy/:dny | 6002 ‘6T equweides uo AINN SNINAOH SNHOL Ag pepeojumoq



